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Name jiaxing port zhengda ink co.,Ltd.

Address North liuliwan hotel zhapu pinghu zhejiang
Contact Mr Shi

Telephone +86-057385592833

Fax +86-057385592866

Mobile telephone 18857393925

Email timenewriver@qqg.com

1.2 Manufacturer & Buyer

Manufacturer name

jiaxing port zhengda ink co.,Ltd.

Address North liuliwan hotel zhapu pinghu zhejiang
Contact Mr Shi

Telephone +86-057385592833

Fax +86-057385592866

Mobile telephone 18857393925

Email timenewriver@qg.com

Buyer name /

Sample name

1.3 Description of the Test Item

Water-based ink Five-mix black mix(y mc b w)

Model No. 211
Material paper
Brand name /

Condition of sample(s) EFFECTIVE
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2 Test Results

2.1 General Information

2.1.1 Sample Receiving Date
Mar. 20, 2015

2.1.2 Testing Period
Mar. 20, 2015 to Mar. 27, 2015

2.1.3 Test Requested

In accordance with Council of Europe Resolution AP(2002)1.
1) For material: Paper-Pentachlorophenol (PCP) content.
2) For material: Paper-Extractable Heavy Metals(Lead,Cadmium,Mercury).

2.1.4 Test Method

1) With reference to LFGB § 64 BVL B 82.02.8-2001.

2) Sample Preparation with reference to EN 645:1993, followed by analysis using Inductively
Coupled Argon Plasma Spectrometer.
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2.2 Results
2.2.1 PCP Content
Test Item Unit MDL Result
No.1
PCP mg/kg 0.05 N.D.

Note

1. MDL=Method Detection Limit
2. N.D. = not detected, less than MDL.

2.2.2 Extractable Heavy Metals

Maximum Permissible Limit Result (mg/dm?)
Test Items 2
(mg/dm®) No.1
Extractable Lead 0.003 <<0.003
Extractable Cadmium 0.002 <0.002
Extractable Mercury 0.002 <<0.002

Note

Test Part Description

No.1

Written by:
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The measurement results only apply to the submitted samples.

1. mg/dm? = milligram per square decimeter

2. <=less than

Paper straw

Inspected by:

**End of Report***

Approved by:
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3 Sample Reference Photo
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